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INTISARI

Aspal adalah material yang sangat penting pada struktur perkerasan jalan yang
memiliki fungsi sebagai bahan pengikat. Laston (AC-BC) merupakan suatu
konstruksi perkerasan jalan yang terdiri dari agregat kasar, agregat halus,
komposisi aspal, dan bahan pengisi (filler). Agregat dan aspal memiliki
karakteristik berbeda-beda, yang ditunjukkan oleh parameter seperti berat jenis,
penyerapan agregat, gradasi, abrasi, penetrasi, daktilitas, viskositas dan lain
sebagainya. filler ampas kopi ini dapat menjadi variasi dalam penggunaan filler
aspal dikarenakan kurangnya penggunaan ampas kopi terhadap penelitian aspal
sehingga dalam penggunaan ampas kopi ini apakah layak digunakan terhadap
perkerasan Laston (AC-BC). Penelitian ini dilakukan dengan metode eksperimen
sesuai standar Bina Marga 2018 (Revisi 1). Analisis data berisi tentang pengaruh
nilai karakteristik filler abu ampas kopi ini pada campuran aspal pen 60/70
terhadap perkerasan Laston (AC-BC) dan pada penelitian ini kadar aspal yang
digunakan yaitu 5,1 %. Maka perhitungan karakteristik marshall meliputi
( Stabilitas, Kelelehan (Flow), Marshall Quotient (MQ), rongga dalam agregat
(VMA), rongga dalam campuran (VIM) dan rongga dalam aspal (VFA) dengan
menggunakan variasi filler ampas kopi100%, 75%, 50%, 25%, dan 0%. Nilai
Stabilitas tidak memenuhi syarat pada variasi kadar filler 100% dengan nilai
610,35 kg Namun flow tidak ada yang memenuhi standar Spesifikasi Bina Marga
2018 (revisi 1). Penelitian ini memberikan hasil yang cukup baik pada
penggunaan variasi kadar filler 50% sehingga perlu ada dilakukan analisis
lanjutan memungkinkan bisa mendapatkan hasil yang dapat memenuhi standar
Spesifikasi Bina Marga 2018 (Revisi 1).

Kata kunci : Laston , filler, karakteristik marshall.
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ABSTRACT

Asphalt is a very important material in the pavement structure which has a
function as a binder. Laston (AC-BC) is a road pavement construction consisting
of coarse aggregate, fine aggregate, asphalt composition, and filler. Aggregate
and asphalt have different characteristics, which are indicated by parameters
such as specific gravity, aggregate absorption, gradation, abrasion, penetration,
ductility, viscosity and so on. This coffee grounds filler can be a variation in the
use of asphalt fillers due to the lack of use of coffee grounds for asphalt research
so that in the use of coffee grounds is it suitable to be used for Laston pavements
(AC-BC). This research was conducted using an experimental method according
to the 2018 Bina Marga standard (Revision 1). The data analysis contains the
effect of the characteristic value of the coffee grounds ash filler on the 60/70
asphalt pen mixture on the Laston pavement (AC-BC) and in this study the asphalt
content used was 5.1%. Then the calculation of marshall characteristics includes
( Stability, Meltability (Flow), Marshall Quotient (MQ), voids in aggregate
(VMA), voids in the mixture (VIM) and voids in asphalt (VFA) using variations of
coffee grounds filler 100%, 75%, 50%, 25%, and 0% Stability values do not meet
the requirements for variations in filler content of 100% with a value of 610.35 kg
However, none of the flow meets the standards of the 2018 Highways
Specification (revision 1). This study gives quite good results on the use of
variations in filler content of 50% so that further analysis needs to be carried out
to enable results that can meet the 2018 Highways Specifications (Revision 1)
standards.
Keyword : Laston, filler, marshall characteristics
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