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ABSTRAK 

Sumber daya alam di Indonesia sangatlah melimpah khususnya kayu. 
Pemanfaatan kayu sebagai salah satu bahan material dalam kegiatan konstruksi 
masih banyak ditemukan sebagai salah satu material konstruksi. Di Indonesia 
penggunaan material kayu bisa dilihat pada kegiatan konstruksi bangunan, jalan 
dan jembatan. Beberapa jenis kayu memiliki sifat fisika dan mekanika yang cukup 
baik digunakan sebagai bahan material konstruksi, beberapa diantaranya yang 
sering ditemui adalah kayu galam. Berdasarkan SNI 03-3958-1995 ukuran sampel 
kayu galam yang digunakan dalam pengujian untuk standarisasi kuat tekan yaitu 
5×5×20 cm, namun kayu galam pada kondisi alami belum memiliki standarisasi 
dan nilai kekuatan yang pasti. Penelitian ini bertujuan untuk mengetahui ukuran 
benda uji kayu galam yang akan dijadikan standar pengujian. Pada penelitian ini 
digunakan kayu galam diameter 50 mm dan diamater 100 mm. Dari hasil 
pengujian didapatkan kekuatan yang cenderung teratur pada kayu galam diameter 
50 mm. Dengan hasil persamaan regresi linear yaitu y= -5,1512x + 106,6 R2 = 

0,7392. Sehingga standar pengujian kuat tekan kayu galam dengan kondisi alami 
adalah ukuran diameter 50 mm dengan ketinggian 20 cm atau dengan rasio 4. 
 

Kata kunci: Rasio, Kayu Galam, Kuat Tekan  
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ABSTRACT 

Natural resources in Indonesia are very abundant, especially wood. The use of 
wood as one of the materials in construction activities is still commonly found as 
a construction material. In Indonesia the use of wood materials can be seen in the 
construction of buildings, roads and bridges. Several types of wood have good 
physical and mechanical properties to be used as construction materials, some of 
which are often encountered are galam wood. Based on SNI 03-3958-1995, the 
sample size for galam wood used in the test for standardization of compressive 
strength is 5×5×20 cm. This study aims to determine the size of the test specimens 
of galam wood which will be used as the testing standard. In this study, galam 
wood with a diameter of 50 mm and a diameter of 100 mm was used. From the 
test results, it was found that the strength tends to be regular on the 50 mm 
diameter of the galam wood. With the results of the linear regression equation, 
namely y = -5.1512x + 106.6 R2 = 0.7392. So the standard for testing the 
compressive strength of galam wood under natural conditions is a diameter of 50 
mm with a height of 20 cm or with a ratio of 4. 

Keyword: Ratio, Galam Wood, Compression Strength  
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