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ABSTRAK 

Kebutuhan akan prasarana jalan untuk memudahkan dalam kegiatan transportasi 

membuat penelitian terhadap perkerasan jalan semakin meningkat, hal itu 

merupakan upaya dalam meningkatkan kualitas jalan sehingga meminimalisir 

kerusakan akibat beban kendaraan yang terjadi atau overload. Penggunaan kapur 

sebagai Penambahan filler 10% merupakan upaya yang dilakukan dalam 

menemukan bahan Alternatif sebagai penambahan filler dengan campuran variasi 

kadar aspal yakni 4%; 4,5%; 5%; 5,5%; 6%, dengan tujuan mencari nilai KAO yang 

dihasilkan melalui kadar aspal yang digunakan dengan klasifikasi Bina Marga 2018 

Revisi 1. Hasil yang didapatkan bahwa nilai Stabilitas dan Flow dan parameter 

pengujian marshall lainnya seperti VMA, VFWA, dan VITM. Nilai yang diperoleh 

pada kadar aspal 6% memenuhi semua klasifikasi yang ditetapkan Bina Marga 2018 

Revisi 1 dengan nilai stabilitas 3144,97 kg, nilai flow 3,060 mm, nilai MQ 1104,819 

kg/mm, dan nilai VITM mencapai 4,366%, VMA dengan nilai 16,820% dan nilai 

VFWA dengan nilai 74,788%. Dengan nilai yang diperoleh melalui pengujian dan 

perhitungan maka diketahui bahwa penggunaan filler kapur 10% pada pembuatan 

aspal beton (laston) AC-BC.  

Kata Kunci: Kapur, AC-BC, Marshall, Bina Marga 2018 Revisi 1 
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ABSTRACT 

The need for road infrastructure to facilitate transportation activities makes 

research on road pavements increasing, it is an effort to improve road quality so as 

to minimize damage due to vehicle loads that occur or overload. The use of lime as 

the addition of 10% filler is an effort made in finding alternative materials as filler 

additions with a mixture of variations in asphalt content, namely 

4%,4,5%,5%,5,5%,6%, aiming to find the resulting KAO value. through the asphalt 

content used with the 2018 Revision 1 Bina Marga classification. The results 

obtained are Stability and Flow values and other marshall test parameters such as 

VMA, VFWA and VITM. The value obtained at 6% asphalt content meets all the 

classifications set by Bina Marga 2018 Revision 1 with a stability value of 3144.97 

kg, a flow value of 3.060 mm, an MQ value of 1104,819 kg/mm, and a VITM value 

of 4.366%, VMA with the value of 16.820% and the value of VFWA with a value of 

74.788%. With the values obtained through testing and calculations, it is known 

that the use of 10% lime filler in the manufacture of AC-BC asphalt concrete 

(laston). 
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