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INTISARI 
 
Indonesia khususnya pulau kalimantan mempunyai hasil hutan yang sangat melimpah, salah satunya 
adalah kayu. Material kayu yang digunakan sebagai material konstruksi yaitu dalam penggunaannya 
memerlukan perhitungan struktur seperti kolom dan balok. Kayu galam atau yang bahasa latinya 
disebut Melaleuca Cajaputi merupakan salah satu jenis pohon yang tumbuh sangat subur pada daerah 
rawa. Karena memiliki kekuatan dan tingkat keawetan yang bagus, sehingga kayu galam banyak 
digunakan di dunia konstruksi. Pada penelitian ini penulis melakukan pengujian sifat fisik dan sifat 
mekanik kayu galam menggunakan metode eksperiman yang dilakukan di laboratorium. 
Berdasarkan hasil penelitian kayu galam dengan kulit dengan kulit termaksud berat jenis kayu kelas 
kuat IV sengkankan kayu galam tanpa kulit termaksud berat jenis kayu kelas kuat III. Kayu galam 
termaksud dalam kondisi kayu basah karena memiliki kadar air diatas 20%. Pada pengujian kuat 
tekan kayu galam dengan kulit maupun tanpa kulit untuk panjang 10 cm, 15 cm dan 30 cm pada 3 
kondisi didapatkan nilai kuat tekan paling besar untuk kayu pada kondisi kering oven. Dan kuat 
tekan tertinggi pada ukuran kayu galam 10 cm, sehingga dapat disimpulkan bahwa kuat tekan kayu 
dipengaruhi oleh panjang kayu itu sendiri, semakin panjang ukurannya maka semakin rendah kuat 
tekannya. Kayu galam tanpa kulit memiliki kuat tekan lebih tinggi dibandingkan dengan kayu galam 
dengan kulit. Kayu galam memiliki kuat tekan lebih dari 18 MPa dan termaksud kayu dengan mutu 
E25 berdasarkan SNI 7973-2013. Dapat disimpulkan bahwa kayu galam dapat digunakan sebagai 
perancah konvensional, selain mutunya yang tinggi, kayu galam juga murah dan mudah didapatkan. 
 
Kata Kunci : Kayu Galam, Kuat Tekan, Perancah, Sifat Fisik 
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ABSTRACT 

 
Indonesia, especially the island of Kalimantan, has abundant forest products, one of which is wood. 
The wood material used as a construction material is that in its use it requires the calculation of 
structures such as columns and beams. Galam wood or in Latin is called Melaleuca Cajaputi is a 
type of tree that grows very fertile in swamp areas. Because it has good strength and durability, 
galam wood is widely used in the construction world. In this study, the authors tested the physical 
and mechanical properties of galam wood using experimental methods carried out in the laboratory. 
Based on the results of the research, galam wood with bark is classified as strong class IV wood, 
while galam wood without bark is classified as strong class III wood. Galam wood is referred to as 
wet wood because it has a moisture content of above 20%. In testing the compressive strength of 
galam wood with bark and without bark for a length of 10 cm, 15 cm and 30 cm in 3 conditions, the 
highest compressive strength value was obtained for wood in oven dry conditions. And the highest 
compressive strength is 10 cm in size of galam wood, so it can be concluded that the compressive 
strength of wood is influenced by the length of the wood itself, the longer the size, the lower the 
compressive strength. Galam wood without bark has a higher compressive strength than galam 
wood with bark. Galam wood has a compressive strength of more than 18 MPa and includes wood 
with an E25 quality based on SNI 7973-2013. It can be concluded that galam wood can be used as 
conventional scaffolding, in addition to its high quality, galam wood is also cheap and easy to 
obtain. 
 
Keywords : Galam Wood, Compressive Strength, Scaffolding, Physical Properties  
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