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ABSTRAK 

Komposit serat kelapa sawit merupakan material komposit yang terdiri dari serat kelapa sawit 

yang dicampurkan dengan matriks polimer. Kekuatan komposit serat kelapa sawit sangat 

dipengaruhi oleh beberapa faktor, termasuk lama perendaman serat dan panjang serat. 

Penelitian ini bertujuan untuk mengkaji pengaruh lama perendaman serat dan panjang serat 

terhadap kekuatan tarik dan kekuatan mekanik komposit. Hasil penelitian menunjukkan 

bahwa perendaman serat dalam waktu yang lebih lama pada serat tandan kosong kelapa sawit 

dapat mengakibatkan penurunan kekuatan tarik dan kekuatan mekanik komposit. Fenomena 

ini diamati pada berbagai panjang serat, menunjukkan bahwa lama perendaman serat 

memainkan peran krusial dalam mengurangi kekuatan mekanik komposit. Dalam 

pengembangan komposit serat kelapa sawit, perendaman serat dan panjang serat harus 

diperhatikan secara hati-hati untuk memastikan sifat mekanik yang optimal. 

 

Kata Kunci: Komposit serat kelapa sawit, lama perendaman, panjang serat, kekuatan tarik, 

kekuatan mekanik. 
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ABSTRACT 

Palm fiber composite is a composite material consisting of palm fiber mixed with a polymer 

matrix. The strength of the palm fiber composite is greatly influenced by several factors, 

including the soaking time of the fibers and the length of the fibers. This study aims to 

examine the effect of soaking time and fiber length on the tensile strength and mechanical 

strength of the composite. The results showed that soaking the fibers for a longer time in 

empty palm oil bunches resulted in a decrease in the tensile strength and mechanical strength 

of the composite. This phenomenon was observed at various fiber lengths, indicating that the 

soaking time of the fibers plays a crucial role in reducing the mechanical strength of the 

composite. In the development of palm fiber composites, fiber immersion and fiber length 

must be carefully considered to ensure optimal mechanical properties. 

Keywords: Palm fiber composite, soaking time, fiber length, tensile strength, mechanical 

strength. 
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